
Table FWP64.2 Building material by context (no/weight (g)) 
 
Area 1 
 

 Layer 1/2 
(Topsoil) 

Layer 2 Occ. Layer Stone Bdg. Pre-wall 
trenches 

Ditch Pit Total 

STONE BUILDING MATERIAL 
Sandstone roof tile 1 2 7 3 11 - 1 25 

Other building material - - 1 - 2 - - 3 
Total SBM 1 2 8 3 13 - 1 28 

CERAMIC BUILDING MATERIAL 
Undiagnostic 10/59 29/978 9/1025 1/80 - 1/3 - 50/2145 

Tegulae - 1/112 - - - - - 1/112 
Combed - 1/33 1/43 - - - - 2/76 

Total CBM 10/59g 31/1115 10/1068 1/80 - 1/3 - 53/2333 
 
Area 2 
 

 Topsoil   Layer 1A Layer 2 Layer 2 
Occ. 

Under 
walls 

?Timber 
phase 

Lynchet Ditch Total 

 inside bdg outside bdg over lynchet inside bdg over walls outside bdg unlocated inside bdg      
STONE BUILDING MATERIAL 
Sandstone roof tile 1 2 - 1 4 1 1 30 16 1 - 4 61 
Other building mat. - - - - - - - - - 2 - - 2 

Total SBM 1 2 - 1 4 1 1 30 16 3 - 4 63 
CERAMIC BUILDING MATERIAL 

Undiagnostic 18/123 7/492 28/167 26/1053 14/281 18/491 25/327 88/1510 5/940 5/98 13/190 5/28 252/4700 
Pedalis - - - - - - - 1/1638 - - - - 1/1638 

Box-flue - - - - - - - 1/478 - - - - 1/478 
Combed - - - - - - - - 1/25 1/51 - - 2/76 
?Tegula - - - - - - - 1/43 - - - - 1/43 

Total CBM 18/123 7/492 28/167 26/1053 14/281 18/491 25/327 91/2669 6/965 6/149 13/190 5/28 257/6935 
 



Table FWP64.2 cont 
 
Area 3 
 

 Topsoil Layer 2 Unstrat. Total 
 over bdg inside bdg outside bdg   

STONE BUILDING MATERIAL 
Sandstone roof tiles 2 2 4 1 9 

Total SBM 2 2 4 1 9 
CERAMIC BUILDING MATERIAL 

Undiagnostic - 1/126 1/13 - 2/39 
Combed - - 2/136 - 2/136 

Total CBM - 1/126 3/149 - 4/275 
 
Area 4A 
 

 Topsoil  Layer 2 Layer 3 Stone 
construction 

Ditch Total 

 inside bdg outside bdg flinty layer 
to SE 

outside bdg occup in 
bdg 

inside bdg    

STONE BUILDING MATERIAL 
Sandstone roof tiles - - 4 1 - 1 1 1 8 

Total SBM - - 4 1 - 1 1 1 8 
CERAMIC BUILDING MATERIAL 

Undiagnostic 2/273 1/23 15/659 - 4/62 - - - 22/1017 
?Tegula - - 1/14 - - - - - 1/14 
Combed 1/404 - 2/29 - - - - - 3/433 

Total CBM 3/677 1/23 18/702 - 4/62 - - - 26/1466 
 



Table FWP64.2 cont 
 
Area 4B/C 
 

 Topsoil Soil on 
'fence' 

Structure Total 

STONE BUILDING MATERIAL 
Sandstone roof tiles 3 1 1 5 

Total SBM 3 1 1 5 
CERAMIC BUILDING MATERIAL 

Undiagnostic 3/248 - 6/290 9/538 
Combed 2/89 - - 2/89 

Total CBM 5/337 - 6/290 11/627 
 
 



 
Table FWP64.8 
 
Roman Glass 
 
 Pale green Yellow–green Green Colourless Blue/green 
No frags 154 59 9 2 2 
% assemblage 68 26 4 1 1 
% identified forms 63 25 8.5 0 3 
 
 
 
 
Table FWP64.9 
 
Animal bone fragments and minimum numbers of individuals (MNI) of the main domestic species  
 
n/r = not recorded 
 

 cattle sheep/goat pig horse deer other total 
Frags  780 

(25%)  
1700 
(54%)  

272 (9%)  269 (9%)  n/r  112 
(4%)  

3133 

MNI  35 (13%)  141 
(50%)  

36 (13%)  21 (8%) red 6 roe 5 (4%) 36 (13%) 

 


