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Figure 15 Mount K297 (left) and photomicrograph of the S- and C-scroll patterns (16x, field of view 
ca. 11mm). 

Table 13. Filigree wire measurements for pommel K297. 

a Thick beaded wire Thin beaded wire

Bead 
diameter 

(µm) 

Average 
(µm) 

Bead 
length 
(µm) 

Average 
(µm) 

Bead diameter 
(µm) 

Average 
(µm) 

Bead length (µm) 
Average 

(µm) 

S-scroll 330-429
(26 measurements) 382 206-318 (186)

(48 measurements) 256 

Beaded 
wires 

467-562 510 362-384 372 

366-410 385 230-265
(300, 341) 247 




